
RoHS, max. concentration:

Lead (Pb): < 1000 ppm

Mercury (Hg): < 1000 ppm

Cadmium (Cd) <   100 ppm

Chrome VI < 1000 ppm

PBB/PBDE < 1000 ppm

Solder joints, solder finishes,
Plastics (PVC), Batteries, Colors
and Varnishes

Relais and Mikroswitches

Pigments & Plasticstabilizers
Relais, Switches, IC‘s, Batteries,
Coating for Steel & Alumnia

Coatings (Corrosion Protection)

Flame Retardant for Plastics and
other organic Materials

Solder joints, solder finishes,
Plastics (PVC), Batteries, Colors
and Varnishes

Relais and Mikroswitches

Pigments & Plasticstabilizers
Relais, Switches, IC‘s, Batteries,
Coating for Steel & Alumnia

Coatings (Corrosion Protection)

Flame Retardant for Plastics and
other organic Materials

Detection limits:

< 10 ppm

< 20 ppm

< 10 ppm

< 20 ppm

< 10 ppm

Classification
acc. IEC 62321

Č Pass

Č Fail

Possible in: prescriptive Limits XRF Compliance


